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LIQUID AND PLASTIC LIMITS TEST RESULT ( ASTM D-4318 )

Project:

Client: Sample Client

Sample Project Project No:

Location:

45453334

Sample Location

Borehole Sample Depth (m) Description LL PL PI
passing

No.40 (%)
USCS AASHTO

BH1 BH01/2 2.00 Sandy clay 47.12 10.06 37.06 100.00 CL A-7-6

BH1 BH01/3 3.00 Sandy clay 26.58 9.58 17.00 100.00 CL A-6
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